Playpour™ Specifications 

Components manufacturerd by ECORE International™
––––––––––––––––––––––––––––––––––––––––––––––––––––––

Playpour™ 1-Layer Poured In Place Rubber 

Water Park & High Traffic Area Surfacing Specifications

PART 1 – General

1.01 
POURED IN PLACE RUBBER WATER PARK & HIGH TRAFFIC AREA SURFACING
A.
Playpour™ Water Park & High Traffic Area Surfacing is a 1-layer, seamless system comprised of a blend of post-consumer and post-industrial recycled EPDM rubber and polyurethane binder. The porous system is field-applied in any configuration and dimension.

1.02 
SAFETY AND TESTING
A.
ASTM D412 Standard Test Methods for Vulcanized Rubber and Thermoplastic Rubbers and Thermoplastic Elastomers-Tension.

B.
ASTM D624 Standard Test Method for Tear Strength of Conventional Vulcanized Rubber and Thermoplastic Elastomers.

C.
ASTM D2047 Standard Test Method for Static Coefficient of Friction of Polish-Coated Floor Surfaces as Measured by the James Machine.

D.
ASTM D2859 Standard Test Method for Flammability of Finished Textile Floor Covering Materials.

E.
ASTM E303 Standard Test Method for Measuring Surface Frictional Properties Using the British Pendulum Tester.

F.
ASTM F1951 Standard Specification for Determination of Accessibility of Surface Systems Under and Around Playground Equipment. 

1.03 
PERFORMANCE REQUIREMENTS
A.
Flammability (ASTM D2859): Pass.

B. 
Tensile Strength (ASTM D412): 60 psi (413 kPa).

C. 
Tear Resistance (ASTM D624): 140%.

D. 
Water Permeability: 0.4 gal/yd2/second.

E. 
Accessibility: Comply with requirements of ASTM F1951.

F. 
Dry Static Coefficient of Friction (ASTM D2047): 1.0.

G. 
Wet Static Coefficient of Friction (ASTM D2047): 0.9.

H. 
Dry Skid Resistance (ASTM E303): 89.

I. 
Wet Skid Resistance (ASTM E303): 57.

1.04 
SUBMITTALS
A. 
General: Submit listed submittals in accordance with Conditions of the Contract and Division 1 Submittal Procedures Section.

B. 
Product Data: Submit manufacturer’s product data and installation instructions.

C.
Verification Samples: Submit manufacturer’s standard verification samples of 9" x 9" minimum.

D. 
Quality Assurance/Control Submittals: Submit the following:



1. Certificate of qualifications of the surfacing installer.

E. 
Closeout Submittals: Submit the following:



1. Warranty documents specified herein.

1.05 
QUALITY ASSURANCE
A.
Utilize an installer trained and approved by the manufacturer, having experience with other projects of the scope and scale of the work described in this section.

1.06 
DELIVERY & STORAGE
A. 
Deliver materials in manufacturer’s original, unopened, undamaged containers with identification labels intact.

B.
Store materials protected from exposure to harmful environmental conditions and at a minimum temperature of 40 degrees F and a maximum temperature of 90 degrees F. 

1.07 
PROJECT SITE CONDITIONS 
A.
Install surfacing on a dry sub-surface with no prospect of rain within initial drying period, and within 40 degrees F and 90 degrees F. 

1.08 
WARRANTY 
A.
Surface shall be guaranteed against defects in workmaship and materials for a period of no less than two years from date of completion of work for water play areas and pool surrounds, and for a period of no less than five years from date of completion of work for high traffic areas. Maintenenace requirements must be maintained for duration of warranty period.

PART 2 – Products

A.
Water park & high traffic surfaces shall consist of synthetic materials meeting the requirements of this specification. Playpour™ components shall be manufactured by ECORE International™ and the system installed by a certified installer.

2.01 
SURFACE
A. 
Playpour Primer: Polyurethane.

B.
Playpour Poured In Place: Blend (82% rubber & 18% polyurethane) of recycled EPDM (ethylene propylene diene monomer) and polyurethane. Nominal thickness of 0.5", with a minimum 0.325" and a maximum 0.625".

C.
Colors: Terra Cotta Red, Primary Red, Orange (indoor only), Pink, Gold, Beige, Yellow, Bright Green, Army Green, Hunter Green, Teal, Sky Blue, Royal Blue, Purple, Pearl, Eggshell, Brown, Light Gray, Dark Gray, Black. Custom colors and combinations available (specify).

PART 3 – Execution 
A.
Comply with the instructions and recommendations of the surfacing manufacturer.

3.01 
EXAMINATION 
A.
Verification of Site Conditions: Verify that substrate conditions are suitable for installation of the poured in place surfacing. Do not proceed with installation until unsuitable conditions are corrected.

B. 
Drainage: Proper drainage is critical to the longevity of the Playpour surfacing system. Inadequate drainage will cause premature breakdown of the poured system in affected areas; and void the warranty. 

3.02 
PREPARATION
A. 
Existing Substrate Preparation: Remove any loose or delaminated material that would be deleterious to application of the new surface. Fill cracks in existing concrete with cementitious patching compound.

B. 
Surface Preparation: Using a brush or short nap roller, apply primer to the substrate perimeter and any adjacent vertical barriers (such as water park equipment) at the rate of 300 ft2/gal.

3.03 
INSTALLATION
A.
Using a hand trowel, install material at a consistent density of 58 pounds, 9 ounces per cubic foot to a nominal thickness of 0.5".

B. 
Allow to cure for a minimum of 48 hours.

C. 
At the end of the minimum curing period, verify that the surface is sufficiently dry and firm to allow foot traffic and use without damage to the surface.

D. 
Do not allow foot traffic or use of the surface until it is sufficiently cured.

3.04 
PROTECTION
A. 
Protect the installed surface from damage resulting from subsequent construction activity on the site. 
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